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Key Features and Benefits
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TECHNICAL DATA SHEET
PRODUCT INFORMATION

Manufacturing QMS Audit Standards ISO 9001, PPE Regulation 2016 425 Module D

ASTM F739, Partial Body Protection Only, CE 0598, EN 1149-5:2018, EN 13934-1, EN 13935-2, EN 6530, EN 7854,
EN 863, EN ISO 13688:2013, EN ISO 14325, A7 = — III, EN 13034:2005 + A1:2009, UKCA
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Breakthrough of the test chemical is deemed to have occurred when the permeation rate has

reached 0.1 pg/cm? /min
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BioClean-D
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PERFORMANCE
STANDARD
IS EEFE 14 >10 cycles 1 EN 12947-2
i fE g g 2 >50,000 cycles 6 ENISO 7854
i 225 14 >5N 1 ISO 13996
b7V A N5 (#EAM) ENISO 9073-4 1 ENISO 9073-4
oy A FEIREER (A m) >10 N 1 ENISO 9073-4
5lEREE (A m) >30 N 1 EN ISO 13934-1
5laREE  (HtHm) >30 N 1 EN ISO 13934-1
TRARITXE T 2 Bk — 30% WRBR
>90% 3 ISO 6530
(H<sub>2</sub>SO<sub>4</sub>)
TRARICXT 3 2 Bk IE - 10% KBR1LF k U
>90% 3 ISO 6530
N
RIS 24KIE - o-F > L v >80% 2 ISO 6530
TR S B8R -1-7 &/ — L >90% 3 ISO 6530
RIED 23 — 30% FrEg
<1% 3 ISO 6530
(H<sub>2</sub>SO<sub>4</sub>)
BIRDRE - 10% KER{LF F U 7 L <1% 3 ISO 6530
BIEDRE -0-F> LV <1% K ISO 6530
BIRDIRE -1-7 R/ —Ib <1% A ISO 6530
b AN =IO >50 N 2 ISO 13935-2
BB, t<sub>50 </sub> () PASS EN1149-3
C€05%

1. Seam not destroyed

2. The material is static dissipative. Tested in accordance with EN1149-5
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